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TEST REPORT #756
DATE:

SUBJECT:

23 AUGUST 2004

ONE (1) SAMPI.E OF FJl.BRICTESTED FOR FLA!-1E RESIS'l'M!CEIN
ACCORDANCE WITH NFPA 701-99, TEST METHOD 2.

IDENTIFIED AS: COMMERCIAL 95

TESTING COMPLETED: 23 AUGUST 2004

TEST t UNIT OF MEASURE

Flame Resistance
(NFPA 701 - Chapter 12)

TEST METHOD 2

AFTERFLAME, SECONDS

Average:

CHAR LENGTH, INCHES

Average:
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REQUIREMENTS

2 .0 MAXIMUM

17.1 MAXIMUI

This report Is for the exclusive use of the client to whom it is addressed and its communication to any others or use of the name Magill laboratories
must receive our prior written approval. This report is applicable only to the sample or samples tested.




